
STACK SAMPLE RESULTS

CARBON BAKE

3

1/17/2020Run Number 2 POM

LINE

EPA Method # 5 & 315

Magnitude 7 Metals LLC

PROBE TIP DIAMETER 0.3327

METER VOLUME 175.580

TOTAL WATER COLLECTED 44.6

BAROMETRIC PRESSURE 29.91

MOLECULAR WEIGHT 28.8

GAS METER CORRECTION FACTOR 0.992

TOTAL SAMPLING TIME 300.0

SAMPLING DUCT AREA 52.56

TOTAL PARTICULATE COLLECTED 0.0533

GREEN ANODE MATERIAL USED 626707

VOLUME GAS SAMPLED 179.061

MOISTURE IN STACK GAS 1.159

VELOCITY OF STACK GAS (ACTUAL) 1132

VOLUMETRIC FLOWRATE IN DUCT 52725

TOTAL PARTICULATE CONCENTRATION 0.0105

TOTAL PARTICULATE CONCENTRATION 0.00459

POM CONCENTRATION 4.003

POM CONCENTRATION 0.001750

GREEN ANODE MATERIAL USED 13.06

POM EMISSION 0.791

PERCENT ISOKINETIC - TRAIN TO DUCT 98.56

TOTAL PARTICULATE EMISSION 2.08

SQUARE ROOT OF DELTA P 0.317

AVERAGE DELTA H 1.126

METERED GAS TEMPERATURE 55.1

STATIC PRESSURE IN STACK -0.07

STACK TEMPERATURE 128.5

POM EMITTED 0.061
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